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CUSTOMER NAME: NINGBO SOLID ENVIRONMENTAL SOLUTIONS CO., LTD

ADDRESS: 222 LEHAI RD, BEILUN DISTRICT, NINGBO, ZHEJIANG, CHINA 

315800

Sample Name : NEOLAV WASTE TANK, BODY PART

Product Specification : 6mm

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2025-02-28

Testing Period : 2025-02-28 ~ 2025-04-02

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd Ningbo Branch.

Dick Zhao 
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion

1
Low temperature 

drop weight impact 

AS/NSZ 1546.1:2008 & client’s 

requirement
See test result Pass

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

N/A : Not Apply to the judgment.

Original Sample Photo:

Sample
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Test Item: Low temperature drop weight impact

Sample Description: See photo

Test Method: AS/NSZ 1546.1:2008 & client’s requirement
Test Conditions：Before the test, the sample was placed at a temperature of -40℃ for 2h; 

                             Energy: 122.0J （client’s requirement）

Test Ambient: Temperature: (21~23)℃         Relative humidity: （48~52）%RH

Test Result:

Test Item Technical requirement Test Result Conclusion

Low temperature drop 

weight impact
The specimen does not break down. See Table 1 Pass

Judgment basis: Provide by client.

Table 1: -40℃ low temperature impact test results

Item Actual Energy Absorb Energy Note

Result 122J 104.9J The sample did not break down.
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Test Photo:

During test

After test

- The test was carried out by external laboratory assessed as competent. 

- The test report shall only be used for clients’ scientific research, teaching, internal quality control, 

product research and development, etc… and just for internal reference.

********End of report********
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